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Company Name EVERTRONICS RESOURCE CO., LTD

shown on Report

- | ToH X T 225 &R K JEBIX 305 %

Address B-305 JINYUAN BUILDING 2-2 XIANGJIANG ROAD WUXI JIANGSU CHINA

PAF TR 2 A B 5 . B R 2 1R AR R

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

FE AR FEHR

Sample Name DuPont

FEm 5 SE4450

Part No. SE4450

FE RS H ) 2023.11.01

Sample Received Date Nov. 1, 2023

BE AR H 3 2023.11.01-2023.11.04

Testing Period Nov. 1, 2023 to Nov. 4, 2023

R EE SR R FIER, XTIk S (Pb), 4% (Cd), 7k (He), 7St

B (Cr(VI)), ZIRELA (PBBs), %R K[ (PBDEs), <4 — HIERHE (DBP,
BBP, DEHP, DIBP), 3 (F), S (C1), J®(Br), (D) ATk,

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP), Fluorine (F), Chlorine (Cl),
Bromine (Br), Iodine (I) in the submitted sample(s).

iRl INnR Tl SRUIEAE S HZ T
Test Method/Test Result(s) Please refer to the following page(s).

/ﬁ%—\iﬁ\ B 2023.11.04

Date
PRl
SEIG 4 Lab Manager No. R188381642
, AR KT X T 813515
ffiaflonal Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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iﬁﬂﬂﬁiﬁ Test Method
N NN A 25
A H Wy i ﬁffﬁff
Test Item(s) Test Method Equipment(s)
i IEC 62321-5:2013 ICP-OES
Lead (Pb)
] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7R IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
N IEC 62321-7-2:2017F1/8{IEC UV-Vis/ICP-OES

Hexavalent Chromium (Cr(VI))

62321-5: 2013 Mk M4k &&=

1IEC 62321-7-2:2017 and/or determination of

Total Chromium by IEC 62321-5:2013

2

IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
% IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H R T IEC 62321-8:2017 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
£ SHEN 14582:2016 Ic
Fluorine (F) Refer to EN 14582:2016
& BH#EN 14582:2016 Ic
Chlorine (Cl) Refer to EN 14582:2016
R ZHEN 14582:2016 IC
Bromine (Br) Refer to EN 14582:2016
filt HHEN 14582:2016 IC
Iodine (I) Refer to EN 14582:2016

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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TSI 45 5 Test Result(s)
3 2*% Result N
MR H Tested Item(s) a o1 Fts R MDL
Y Lead (Pb) N.D. 2 mg/kg
% Cadmium (Cd) N.D. 2 mg/kg
7K Mercury (Hg) N.D. 2 mg/kg
7N 4% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg
3 2*% Result .
TR H Tested Item(s) al o1 Tk R MDL
Z IREXZK Polybrominated Biphenyls (PBBs)
—VRIEXZR Monobromobiphenyl N.D. 5 mg/kg
T {REXZK Dibromobiphenyl N.D. 5 mg/kg
= VREXZR Tribromobiphenyl N.D. 5 mg/kg
VU PRIKA Tetrabromobiphenyl N.D. 5 mg/kg
FARELA Pentabromobiphenyl N.D. 5 mg/k
pheny g/Kg
INIREXZR Hexabromobiphenyl N.D. 5 mg/kg
L IREEZK Heptabromobiphenyl N.D. 5 mg/k
Y pheny. g/Kg
JURIEZE Octabromobiphenyl N.D. 5 mg/k
pheny g/kg
JUIRIEA Nonabromobiphenyl N.D. 5 mg/kg
F{REXIK Decabromobiphenyl N.D. 5 mg/kg
. 253 Result .
AT H Tested Item(s) = ool Jrigr i f MDL
Z ] M Polybrominated Diphenyl Ethers (PBDEs)
— R 2K Monobromodiphenyl ether N.D. 5 mg/kg
¥R 2K Dibromodiphenyl ether N.D. 5 mg/kg
— R — 2Kk Tribromodiphenyl ether N.D. 5 mg/kg
¥R Z KT Tetrabromodiphenyl ether N.D. 5 m;
VYR — 2K ik bromodiphenyl eth g/kg
TR KTk Pentabromodiphenyl ether N.D. 5 mg/kg
75N ¥R 2K Hexabromodiphenyl ether N.D. 5 mg/kg
¥R — KMk Heptabromodiphenyl ether N.D. 5 mg/kg
¥R “ K% Octabromodiphenyl ether N.D. 5m
J\IR 2K Octabromodiphenyl eth g/kg
R — 2K Nonabromodiphenyl ether N.D. 5m
JUIR — K[ Nonabromodipheny! eth g/kg
¥R K% Decabromodiphenyl ether .D. mg/kg
+JR 2K Decabromodiphenyl eth N.D 5 mg/k

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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P L5 Test Result(s)

MR H Tested Item(s) %%O;esult ke R MDL
4K — FFBREKE Phthalates (DBP, BBP, DEHP, DIBP)

LK — H 2 — T I'% Dibutyl phthalate N.D. 50 mg/kg
(DBP)

CAS#:84-74-2

ARR R T AR FE I Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)

CAS#:85-68-7

AR — HR — (2- 2 %E) U Di- N.D. 50 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

BRZK — HR — 5 T8 Diisobutyl N.D. 50 mg/kg ~
phthalate (DIBP) 3
CASH#:84-69-5 %
. & % Result N
PRI E Tested Item(s) a - J7 A H BR MDL
9 Fluorine (F) N.D. 10 mg/kg
% Chlorine (C1) N.D. 10 mg/kg Eﬂ
¥R Bromine (Br) N.D. 10 mg/kg -~
Tl Todine (1) N.D. 10 mg/kg
i/ 1f:zlzﬁliiﬁ’]g‘iagsample/Part Description
J¥%5  CTIFEAMID fifiidk
No. CTI Sample ID Description
1 001 IR AR
Grey liquid
L PTG, R, KRR DHEESE.

ND. =Rt CNTIRERHIR)
-mg/kg =ppm= H I L —
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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LT JRFE Test Process
1. #(Pb), #(Cd), % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

FREFE A TRBA A R B
Weigh sample and place it | Add digestion reagent :>

in a vessel Digest the sample

FH 2R A/ 5 R
I | i
ICP-OES & - o ry Ashing/ .
M 4 ¥ i:;lﬁ?c? K E 1: A_]kali_ Fusim.l-"' Residue it i
(:I ake up wit Acid Dissolution <:
Analyzed by L. . .
ICP-OES deionized water Filtration
I
Solution
2. 3k (Hg)
Mercury (Hg)
wer FRLREM AR AT 57 : AR
g Sia::;p Vi::;el place it — Add digestion reagent Digest the sample
FH B8 /8 25 1 7
EAL = TR
H ICP-OES F BT ARESR Alkali Fusion/ Residue "
ST HT i Acid Dissolution NR
<:| Make up with
Analyzed by o lirati
ICP-OES deionized water —— Filtration
HW
Solution
3. AHE (Cr (VD))
Hexavalent Chromium (Cr(VI))
P RO T 2 88 Y TR, »
Weigh sample and place it — IR A — iH B FE

Y 4

~

N\ 5. &8

m a vessel

Add digestion reagent

Digest the sample

I i
Add test solution

J

A2V pH
Adjust the pH value
of the solution

Iy

WA, phiE
Cool and filter

V2 pH {E
Adjust the pH value
of the solution

LB TAER

Malce up with >

deionized water

Hotline:400-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com  Complaint call:0755-33681700

F UV-vis 73T
Analyzed by UV-Vis

Complaint E-mail:complaint@cti-cert.com
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4. ZHEK (PBBs), %R —ZKEK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

T
Page 6 of 7

REFEm T EEH R LA I 2E R
Weigh le and pl — Extracted with
c1g7 sapTe and place Hractee Wi Concentrate the extract
it in a thimble organic solvent
F] GC-MS 43 FIA HLEAE % FBEEREREEERA
— Make up with Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flagk

5. AF% — FAFRAs (DBP, BBP, DEHP, DIBP)

Phthalates (DBP, BBP, DEHP, DIBP)

WEFMRTEEH® FIA LA IR R N AR
Weigh le and pl — Extracted with
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
F GOMS 447 LB RS E RN
— Make up with Transfer the extract into a
p
Analyzed by GC-MS . ,
organic solvent volumetric flask
6. #F), (1), EEBr), B

Fluorine (F), Chlorine (Cl), Bromine (Br), Iodine (I)

TR T AR
Weigh and place sample in a

sample cup of bomb

ANEA

Fill the bomb with oxygen

{2 SR SRR i
Combust the sample in

oxygen bomb

I

1 1C A RS R HE AR I RO
! 4 1 /A_ . i
N Make up with Transfer the sample solution
Analyzed by IC . . .
Ayzed By ultra-purity water into a volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@ct

cert.com
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Photo(s) of the sample(s)
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L R S o NS < H & St W% = TG
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REIAR AT GARSAAE . B SRS S I SO, RIS E RO ST, CTERAZSEH

=RM

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR AN A RO SRR b 75T 5
The result(s) shown in this report refer(s) only to the sample(s) tested,;
4. RECTHHFR, MMFHDEHIA KL
Without written approval of CTI, this report can’t be reproduced except in full;
5. IREIIHR S TP RIS AR S PN E R E R, L aOyiE.

In case of any discrepancy between the English version and Chinese version of the testing reports (if

generated), the Chinese version shall prevail.

***f&%éﬁ%***

*#* End of report ***

Hotline:400-6788-333

www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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% 1 57%(g B Client Reference Information

ME-1030, ME-1070, ME-6820, 4-8012, 4-8022, ME-4132, Q1-4939, Q2-1345, Q2-1346, 7920, 7920LV, R6101,
R6102, R6103, JCR6101, 90-721, EA-6900, TC-1030, TC-3040, TC-3040G, TC-3240, DA6501, DA6534, 527, 4195,
AP8000, LS-16900, TG-6000, XL-16900

7= B Statement:

1 PSR B F AR, B RO LB S 5T, TR S H stk
The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn’t verified.

2. PSR 28 A A2230567483101001EFR 75 FO R 72«
The Appendix Information is/are the supplement(s) for the Report A2230567483101001E.

v

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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