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WERLAT B BT TARAF
Company Name HY SOL HUAWEI ELECTRONICS CO., LTD.
shown on Report

Huhk LA RE DT R AR T KX IREE 8 5
Address NO.8 ZHENHUA ROAD, HIGH-TECH INDUSTRIAL DEVELOPMENT ZONE,

LIANYUNGANG, JANGSU

PATF IR 4 i B i i 5 8 B B 3 SR FRAIA
The following sample(s)and sample infor mation was/were submitted and identified by/on the behalf of

the applicant

R W E IR RL

Sample Name Mold Compound

P 5 GR260,GR260-SL,GR260-SL (IMP3),KL-G260, KL-G260-HT

Part No. GR260,GR260-SL,GR260-SL (IMP3),K L-G260, KL-G260-HT

FE Y H 2023.05.12

Sample Received Date May 12, 2023 oot
FE A H B 2023.05.12-2023.05.17

Testing Period May 12, 2023 to May 17, 2023

R TR I s 0 25 SR A SR EZ T

Test Method/Test Result(s)/ Test Requested ~ Please refer to the following page(s).

et 'E:%,\ ZS_ ) 2023.05.26

Date
PRIl
S 24P Lab Manager

No. R475312491
A LT RATIX T3 95 1351 5
tre Testing Interratiofna Pinbiao(Shanghai) Co., Ltd. No0.1351, Wanfang Road, Minhang Digtrict, Shanghai, China

REANERE

Irspection & Testing Servies

Hotline:400-6788-333  www.cti-c
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HIEL R MR 2 FVELR, SF T ACRE S A A (P), 4R8(Cd), R(Hg), 7SIk (Cr(V)),

Z IR (PBBS), £ Kk (PBDES),fHI(As), B (Be), £i(Sb), /NIRI |
$E(HBCDD), #(F), #(Cl), W(Br), (1), 2% FLiffiR(PFOS), 4% ¥R
(PFOA), UM A (TBBP-A), 482K — HIRMES, KA LME(PVC), ZH 754
(PAHS), ZLtdEA7 I

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs),
PolybrominatedDiphenyl Ethers (PBDES), Arsenic(As), Beryllium(Be),
Antimony(Sb), Hexabromocyclododecane (HBCDD), Fluorine (F), Chlorine
(CI), Bromine (Br), lodine (1), PerfluorooctaneSul fonates(PFOS),
Perfluorooctanoic Acid(PFOA), Tetrabromobisphenol A (TBBP-A),
Phthalates,Polyvinyl Chloride (PVC), Polycyclic Aromatic Hydrocarbons
(PAHSs), Red phosphorusin the submitted sample(s).

kkhkkkhkkkkkhkhhkkhkhhkhkhkhkhkhhkhkhhhhkhhhhhhhkhkhhhhkhkhhhkhkhhhhhhhhhhhhhdhhhhhhhhkhhhhhhhhhkhhdhddrdkddrrxxxxx

ZEi8 Conclusion

TARE WRIEIREE/FE 2 HgR
Tested Sample According to standar d/dir ective Result
- KK % RoHS#E 4 2011/65/EU J HABIT 454
_ (EU) 2015/863 RoHS Directive 2011/65/EU 76 PASS
Submitted Sample

with amendment (EU) 2015/863
R RS S E S ST LS LS L LSS L ELEETETLT LSS LS LSLELTEEESTEEESETELSLEETETLTETETEEETELLTELEETEESLTEESEELEEEEEEEETEEEEELTEEE RS LS
T B FE TR 45 5 12 R W RoHSHE 4-2011/65/EU K A& 1T #5 4 (EU) 2015/863% K fIR{H -

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.

Complaint call:0755-3368170(

Complaint E-mail:complaint@cti-cert.com
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BIHKYE Test Method
plEReyE| W7 7% IR e
Tested Item(s) Test Method M easured Equipment(s)
4 Lead (Pb) |IEC 62321-5:2013 ICP-OES
4% Cadmium (Cd) |IEC 62321-5:2013 ICP-OES
7% Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
7514 Hexavalent Chromium (Cr(V1)) IEC 62321-7-2:2017 UV-Vis
R Pol inated Biph
P Polybromin iphenyls |EC 62321-6:2015 GC-MS
(PBBs)
% ¥ — %k PolybrominatedDiphenyl
IEC 62321-6:201 -M
Ethers (PBDES) € 62321-6:2015 CCMS
42K — F RIS Phthalates (DBP, BBP,
IEC 62321-8:2017 -M
DEHP DIBP) C 62321-8:20 GC-MS
%2 US EPA 3052:1996 & US EPA 6010D:2018*
fill Arsenic(As) Refer to US EPA 3052:1996 & ICP-OES
US EPA 6010D:2018*
%2 US EPA 3052:1996 & US EPA 6010D:2018*
# Beryllium(Be) Refer to US EPA 3052:1996 & ICP-OES
US EPA 6010D:2018*
%2 US EPA 3052:1996 & US EPA 6010D:2018*
& Antimony(Sb) Refer to US EPA 3052:1996 & ICP-OES
US EPA 6010D:2018*
FNIRFR+ %% Hexabromocycl ododecane
IEC 62321-9:2021 -M
(HBCDD) C 62321-9:20 GC-MS
%% BSEN 14582:2016
. Fluori I
. Ruarine (F) Refer to BSEN 14582:2016 c
%% BSEN 14582:2016
& Chlori I
= Chlorine (C) Refer to BSEN 14582:2016 c
. . 2% BSEN 14582:2016
B B I
SRR EY Refer to BSEN 14582:2016 c
%% BSEN 14582:2016
it lodine (I I
%A lodine (1) Refer to BSEN 14582:2016 c
A= S e % A ﬁ/;% ; *
AT TR 2% CEN/TS 15968:2010 eV e
PerfluorooctaneSul fonates( PFOS) Refer to CEN/TS 15968:2010*
%% CEN/TS 15968:2010*
. F 2 Perfluorooctanoic Acid(PFOA LC-MSMSLC-MS
ERF ( ) Refer to CEN/TS 15968:2010%
%% US EPA 3550C:2007 & US EPA 8321B:2007*
p A Tetrabromobisphenol A
PRI (TBBP-A) *® Refer to US EPA 3550C:2007 & LC-MSMSLC-MS
US EPA 8321B:2007*
SR — HRNE Phthal ates IEC 62321-8:2017 GC-MS
%% JY/T 001-1996*
RS 2¥% Polyvinyl Chloride (PVC FT-IR
R LM Polyvinyl (PVC) Refer to JY/T 001-1996*
Hotline:400-6788-333 cti-cert.com  E-mail:inf Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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Report No. A2230220472101003ER1 Page 4 of 20
TR H W7 7% TR AR
Tested Item(s) Test Method M easured Equipment(s)
%% GB/T 6040-2002, GB/T 9722-2006, GB/T
17359-2012, EPA 6010D:2014 ICP-OES, PY-GC-MS,

4T Red phosphorus®
#L#% Red phosphorus Refer to GB/T 6040-2002, GB/T 9722-2006, GB/T FTIR, EM

17359-2012, EPA 6010D:2014

£ 315542 Polycyclic Aromatic

Hydrocarbons (PAHS) AfPS GS 2019:01 PAK GC-MS
K45 R Test Result(s)

. ZE R Result R

WA Tested ltem(s) ZiR 7k H R B&{E
003 MDL Limit

#Y Lead (Pb)CASH:7439-92-1 N.D. 2mg/kg | 1000 mg/kg

% Cadmium (Cd) CASH#:7440-43-9 N.D. 2 mg/kg 100 mg/kg

7% Mercury (Hg) CAS#:7439-97-6 N.D. 2 mg/kg 1000 mg/kg

VAN H alent Ch i Cr(VI

A ) N.D. 8mgkg | 1000 mgkg

CAS#:18540-29-9

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@x Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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; 2531 Result %A
WA H Tested Item(s) b e BE{E
003 MDL Limit
Z B Polybrominated Biphenyls (PBBs)**
—RECAK Monob biphenyl
HIEZE Monobromobipheny NI 5 mylkg
CAS#.92-66-0
TRECK Dib bi phenyl
Sl Pl ot N.D. 5 mg/kg
CASH#.92-86-4
— LS Tribromobiphenyl
HIEZE Tribromobipheny N5y 5 mykg
CAS#:115245-07-3
IRECK Tetrab bi phenyl
AELE s st N.D. 5 mg/kg
CAS#.60044-24-8
HIEZE Pentabl bi phenyl
s S N.D. 5 mg/kg
CAS#:59080-39-6 1000 my/kg
INIRECK H iphenyl
7NERIEEZR. Hexabromobi pheny N5y 5 mykg
CAS#.60044-26-0
WS H ipheny
L IREEZR Heptabromobipheny N5y 5 mykg
CASH#.67733-52-2
S iphenyl
J\ERIEZE . Octabromobipheny N5y 5 mylkg
CAS#:119264-60-7
WS N iphenyl
JLEBEZE Nonabromobipheny/ N5y 5 mylkg
CASH#.69278-62-2
MEEHE D iphenyl
+RIBEZE Decabromobiphenyl N5y 5 mykg
CAS#:13654-09-6

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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N o Result V=R
WA H Tested Item(s) ik 2gs el L
003 MDL Limit
%8 — 2’k PolybrominatedDiphenyl Ethers (PBDEs)**
—JR K Monob diphenyl eth
2Kk Monobromodiphenyl ether DY 5 mgkg
CAS#101-55-3
TR KM Dibromodiphenyl eth
e G N.D. 5 mg/kg
CASH#:.2050-47-7
=R KEF Trib diphenyl eth
2K Tribromodiphenyl ether iy 5 mg/kg
CASH#:.147217-78-5
R KT Tetrabl diphenyl eth
VUVR — K75k Tetrabromodiphenyl ether iy 5 mg/kg
CASH5436-43-1
TR 2K Pentabl diphenyl eth
R romocipreny’ &xher N.D. 5 mg/kg
CAS#.60348-60-9 1000 mg/k
75 7% Hexabromodiphenyl ether 9
N.D. 5 mg/kg
CAS#.68631-49-2
R 2K Heptab di phenyl eth
= e e e G N.D. 5 mg/kg
CAS#:.207122-16-5
K Octab diphenyl eth
IR romocipneny! ether N.D. 5 mg/kg
CAS#.337513-72-1
R ZETF Nonabl diphenyl eth
JLIR K1 Nonabromodipheny! ether iy 5 mg/kg
CAS#.63387-28-0
R KM Decabromodiphenyl ether iy 5 mg/kg
CAS#1163-19-5

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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7 R
WIS Tested tem(s) b il AR R
003 MDL Limit
AR —FEEE Phthalates (DBP, BBP, DEHP, DIBP)
ARR I Z — T I Dibutyl phthalate
e —— N.D. 50 mg/kg | 1000 mg/kg
IR IR T AR Butyl benzyl
N.D. kg | 1 k
phthalate (BBP) CASH#:85-68-7 S0mgkg | 1000 mgkg
LR HIR —(2-2.3E) O
Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg | 1000 mg/kg
CASH:117-81-7
A5 — I — 5% T 1% Diisobutyl
N.D. kg | 1 k
phthalate (DIBP) CASH#:84-69-5 S0mgkg | 1000 mgkg
ZE B Result
JRIF H Tested Item(s) '“i% FEEARH R MDL
fifl Arsenic (As) CASH:7440-38-2 N.D. 10 mg/kg
ZE B Result
JRIF H Tested Item(s) '“i% FEEARH R MDL
B Beryllium (Be) N.D. 10 mg/kg
. ZE B Result N
WHABIH Tested Item(s) '“iéﬂ JTERYHR MDL
& Antimony (Sb) N.D. 10 mg/kg
. ZE B Result N
WHABIH Tested Item(s) '“iéﬂ JTERYHR MDL

ARk
Hexabromocycl ododecane (HBCDD)
CASH: 25637-99-4; 3194-55-6; N.D. 20 mg/kg
(134237-50-6); (134237-51-7);
(134237-52-8)

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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#ZEH Result
R H Tested Item(s) ””%003 J7EKE R MDL
3. Fluorine (F) CAS#.7782-41-4 N.D. 10 mg/kg
. Chlorine (Cl) CASH#:7782-50-5 135 mg/kg 10 mg/kg
#* Bromine (Br) CAS#:7726-95-6 N.D. 10 mg/kg
filt 1odine (1) CASH#:7553-56-2 N.D. 10 mg/kg
. ZE 5 Result N
JRTT H Tested Item(s) ”“%003 R R MDL
A5 SELEtRR  Perfluorooctane
N.D. .01 k
Sulfonates (PFOS) CASH#: 1763-23-1 0010 mg/kg
#ZEH Result
MRBE Tested Item(s) ”“%003 FEEARH R MDL
A5 ETR Perfluorooctanoic Acid D 0,010 Mgk
(PFOA) CASH#:335-67-1 = ' d
#ZEH Result
R H Tested Item(s) ””%003 J7 KR MDL
VU X A Tetrabromobisphenol A NI 5 mgk
(TBBP-A) CASH:79-94-7 o J
#ZE 2 Result
R H Tested Item(s) ””%003 J7EKE R MDL
82K — FERHEE Phthalates
AR2R I Z — T I Dibutyl phthalate ND 50 ok
(DBP) CASH#:84-74-2 o :
*SIOK HIER g Di-n-hexyl
phthalate (DNHPIDHEXP) N.D. 50 mg/kg
CASH:84-75-3
*SIOK — HIEZ g Dimethyl
N.D. k
phthalate (DMP) CAS#:131-11-3 50 mgkg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info

@cti-cert.com  Complaint call:0755-3368170(

Complaint E-mail:complaint@cti-cert.com
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WA H Tested Item(s)

#ZEH Result

003

TIEER R MDL

82K — FERHEE Phthalates

IR IR T AR Butyl benzyl
phthalate (BBP) CASH:85-68-7

N.D.

50 mg/kg

* 8K R — X Dipentyl phthalate
(DPP/DPENP) CAS#:131-18-0

N.D.

50 mg/kg

PR HIR (2 25) Ol
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#117-81-7

N.D.

50 mg/kg

A2 — I I 18 Di-n-octyl
phthalate (DNOP) CAS#:117-84-0

N.D.

50 mg/kg

R IR 5T Di-isononyl
phthalate (DINP)
CAS#.28553-12-0,68515-48-0

N.D.

50 mg/kg

IR IR 5 %5 lE Di-iso-decyl
phthalate (DIDP)
CASH#.26761-40-0,68515-49-1

N.D.

50 mg/kg

AR — Hl — 5 T Diisobutyl
phthalate (DIBP) CAS#:84-69-5

N.D.

50 mg/kg

*4[ 2K — R — T I Dinonyl phthalate
(DNP) CAS#:84-76-4

N.D.

50 mg/kg

*&[ K HIR — £l Diethyl phthalate
(DEP) CASH:84-66-2

N.D.

50 mg/kg

* L R — 5 T:fi5 Diisononyladipate
(DINA) CAS#:33703-08-1

N.D.

50 mg/kg

* 482K — H R —¥F CUlis Dicyclohexyl
phthalate (DCHP) CAS#:84-61-7

N.D.

50 mg/kg

* 402K — Wi — BEfig Diheptyl phthalate
(DHP) CASH#:3648-21-3

N.D.

50 mg/kg

* 82K — R TN I Dipropyl phthalate
(DPrP) CAS#:131-16-8

N.D.

50 mg/kg

* 82K — F iR 2K Diphenyl phthalate
(DPhP) CAS#:84-62-8

N.D.

50 mg/kg

E-mail:info@cti-cert.com  Complaint call:0755-3368170

Complaint E-mail:complaint@cti-cert.com
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ZE 3 Result
MR H Tested Item(s) ””%003 A Hi R MDL
A8% — FHERHEE Phthalates
*QOR R (- E ) TR
Bis(2-methoxyethyl) phthalate (DMEP) N.D. 50 mg/kg
CASH#:117-82-8
ZE 5 Result
MR H Tested Item(s) ””%003 7R Hi R MDL
RA )% Polyvinyl Chloride (PVC) ‘ .
o [ 14 Negative /

Hotline:400-6788-333

o
(7]
J

rt.com  E-mail:iinfo@cti-cert.com

Complaint call:0755-3

3681700

Complaint E-mail:complaint@cti-cert.com
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AT H 253 Result TR H R
Tested Item(9) 003 MDL
£3F 7% Polycyclic Aromatic Hydrocar bons (PAHS)

%% Naphthalene

CAS#01-20-3 N.D. 0.2 mg/kg

3E Phenanthrene

CAS#85-01-8 N.D. 0.2 mg/kg

B Anthracene

CASH:120-12-7 N-D. Ll

% Fluoranthene

CASH206-44-0 N.D. 0.2 mg/kg

EE Pyrene

CAS#:129-00-0 N.D. 02 mgkg

J# Chrysene

CAS#:218-01-9 N-D. Ll L

(@) Benzo(a)anthracene

CASH56-55-3 N.D. 0.2 mg/kg

(b)) B Benzo(b)fluoranthene

CAS#:205-99-2 N-D. Sl L

ZI(K) K B Benzo(k)fluoranthene

CAS#:207-08-9 N.D. 02 mgkg

ZH () B Benzo(j)fluoranthene

CASH#:205-82-3 N-D. Sl L

(@) tE Benzo(a)pyrene

CASH50-32-8 N.D. 0.2 mg/kg

It (e)tE Benzo(e)pyrene

CASH:192-97-2 N.D. Ll L

R FF(ah)E

Dibenzo(a,h)anthracene N.D. 0.2 mg/kg

CASH#:53-70-3

I (g,hi)4E Benzo(g,h,i)perylene

CASH:191-24-2 N-D. Ll L

fi7f(1,2,3-cd) b

Indenol (1,2,3-cd)pyrene N.D. 0.2 mg/kg

CASH#:193-39-5

3F, B R B ELS = Sum

(Phenanthrene, Anthracene, N.D. /

Fluoranthene, Pyrene)

15 PAHs Bl & Sum 15 PAHSs N.D. /
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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AR E R PAHS & B EBRAE (mo/kg) (12 RUKHPPA 45 R 532K)
Maximum PAHs limits (mg/kg) for the materialswith relevant contact/grip and oper ating sur faces that
areto be categorised based on the results of the risk assessment

12 73 20 71T
Page 12 of 20

—32% Category 1 —2% Category 2 =2k Category 3
AN EIER LR,

> / N 30‘*//\( N I‘Eﬂ itz )1 " » ’ ?)\/‘H 1 H itz i
b A | ARk kB | [ FEIL30B G i
T R S NGIOE il bR
B 2009/48/EC 5 Materials not CO\_/ere_d by Materials not covered by
BBt 3 category 1, coming into category 1 nor by category 2,
&Ll %j l:ﬁ ﬁ)% EQJ\F* long-term contact (more coming into short-term
> % than 30s) or short-term contact (up to 30s) with skin

[n]s)
Materials intended to
be placed in the

repetitive contact** with
skin during the intended or

during theintended or
foreseeable use

B Parameters mouth, or materialsin fieeedoe
tovs : ft)LE (<14 ft)LE (<14
oys according to o . o e
Directive 2009/48/EC | % FHIY™ ) SRH
or materials for the & (@i%IéjJ & (@i%IéjJ
use by children up to *D%fg\wj B HAhE ﬂ]%gwjﬁ% HAhE
3 years of age coming el s FEf) Pyt
into long-term contact ) Other ) Other
3 : children (< 14 children (< 14
with skin (r_nore than years) consumer years) consumerpr
309 dutnathe | (indudeboth | P9 | (indudeboth | Ot
active and active and
passive direct passive direct
contact) contact)
I [al et
Benzo[a] pyrene <0.2 <0.2 <05 <05 <1
CAS#:50-32-8
It
Benzo[€]pyrene <0.2 <0.2 <05 <05 <1
CAS#:.192-97-2
I [a] B
Benzo[a) anthracene <0.2 <0.2 <05 <05 <1
CAS#:56-55-3
RIH[b] R A
Benzo[b]fluoranthene <0.2 <0.2 <05 <05 <1
CAS#:205-99-2
I 7R
Benzo[j]fluoranthene <0.2 <0.2 <05 <05 <1
CAS#:205-82-3
ARIF[K] T
Benzo[K]fluoranthene <0.2 <0.2 <05 <05 <1
CAS#:207-08-9
Ji Chrysene
CASH#218-01-9 <0.2 <0.2 <05 <05 <1

Hotline:400-6788-333

E-mail:info@cti-cert.com

Complaint E-mail:com

plaint@cti-cert.c
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AR [ah B
Dibenzo[a,h]anthracene <0.2 <0.2 <05 <05 <1
CAS#:53-70-3
KF[ghilHE
Benzo[g,h,i]perylene <0.2 <0.2 <05 <05 <1
CASH#:191-24-2
Bfi1[1,2,3-cd] &
Indenol[1,2,3-cd] pyrene <0.2 <0.2 <05 <05 <1
CAS#:193-39-5
36, B R EE
Phenanthrene, HME<] ME<5 ME< 10 < 20 HE< 50
Anthracene, <1Sum <58um <10 Sum <20 Sum <50 Sum
Fluoranthene, Pyrene
%% Naphthalene
CAS#:91-20-3 . e Sy
15 PAHS & &
Sum 15 PAHs . o S Sel Sl

ok IS TR0 B ok [ REACHVE R I S X VI EB 505 21T 2 (13 (EV) No. 1272/2013)
Definition “short-term repetitive contact” taken from REACH Annex XVII entry 50 amendment
(REGULATION (EU) N0.1272/2013)

. 2R Result .
WA Tested Item(s) o JrEEA R MDL
* 1 f% Redphosphorus CAS#: / N.D. 500 mg/kg

BRI HER Sample/Part Description
JF'5  CTIFEW D fiik
No. CTl SampleID  Description

1 003 AR
Black grains
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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xFFRNe, 88, ok, B, B B EmEERTE.

-N.D. = Riati (MTI7iERH FR)

-mg/lkg=ppm= [ HHZ—

=R P PR SR RIS B KA 4 T R SR T PR (AR v ) S e — A

- RIS/ RALIEHPVO)

BIREMZERRY: HAEARES, AR S/ AR,

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury, Arsenic,
Beryllium, Antimony.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

-*!=Tableis an example list of typically available calibartion congeners that have been found
suitable for thisanalysis.

-Negative = Not contained Polyvinyl Chloride (PVC)

Information Statement:Different Part No. or sample name with different buyer.

ARG PRBIEEREATE, #g. D RMEEEH . V= STFREE KA.

o RNEI H 7B AE CNAS ATTEE A

ARG TR R E RS A2230220472101003E) Al _ BB T MR H “H&(F), F(CI), &’
(Br), BU(OFIMRRT VL. R B HEME A2230220472101003E, HAEREERZ HE, K
% A2230220472101003E R .

Thetesting data and result(s) in thisreport is(are) just for scientific research, education,

inter nal quality control and product development etc.

“*»indicatesthe item(s)/method(s) is (are) not in CNAS accreditation scope.

Thistesting report revised Tested [tem(s) “Test Method of Fluorine (F), Chlorine (Cl), Bromine
(Br), lodine (1) based on the original report of No. A2230220472101003E.T histesting report
displacesthe original one which was invalid since the date of thistesting report released.
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RFFE Test Process
1. %% Lead (Pb), 4% Cadmium (Cd)

PREFE f T A S A DA 77 T WRRE

Weigh sample and place it :>

in a vessel

Add digestion reagent :>

Digest the sample

FH IR AR/l B

(ppry s — i
L Dry Ashing/ .
ICP-0OES CER
H e EETK E o Alkali Fusion/ Residue it g
/ C:l Make up with Acid Dissolution <:
Analyzed by deionized water Filtration
ICP-OES cionized water —
il
Solution
2. 7k Mercury (Hg)
FRELRE S TR IIPNEE SN : TR
Weigh samp le and place it — Add digestion reagent Digest the sample
in a vessel
FH ik 25/ 2 )
LA = BRI
JaE| ICP-pES LB TIKER Alkali Fusion/ Residue .
y K <:I Make up with Acid Dissolution 138
Analyzed by L. Filtration
ICP-OES deionized water -
A
Solution

3. NH#& Hexavalent Chromium (Cr (V1))

PREFER T HRE N
Weigh sample and place it
in a vessel

IO 7

Add digestion reagent

AR i

B E W pH E

Adjust the pH value §——]

of the solution

. /‘I—
Add test solution N
AW pH {2
Adjust the pH value >
of the solution

FAZETGER

Make up with —

deionized water

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

TH R i
Digest the sample

1l

W, i
Cool and filter

F UV-Vis 43 #
Analyzed by UV-Vis

Complaint call:0755-33681700
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4. ZIRELZE Polybrominated Biphenyls (PBBs), ¥R — 2Kk PolybrominatedDiphenyl Ethers (PBDES)

MEFMHTER S FIA LA R 2R TR
Weigh sample and place — Extracted with ) Concentrate the extract
it in a thimble organic solvent
H GC-MS 457 AR AR ER FREIEREFEMA
— Make up with K—] Transfer the extract into a

Analyzed by GC-MS

organic solvent volumetric flask

5. B Arsenic(As), 8% Beryllium(Be), & Antimony(Sb)

P B e T IR U R AR AN fi 3t 71 TE TR T R AP o 3 R R
Weigh sample and place itina - . Digest sample in microwave
Add digestion reagent £ p
microwave digestion vessel - digestion oven
FE e A il . e
ooty L e
ICP-OES Br ke e g ry Ashing/ :

o L ¥ FETK E o Alkali Fusion/ Residue i e

Analyzv;e d by (: Make up with Acid Dissolution (:: _ .
ICP-OES delonized water . Filtration

i i
Solution
6. NI+ %% Hexabromocyclododecane (HBCDD)
WERFRTERTS FIA LA 7RI AE R AR
Weigh le and pl — Extracted with —
F187 samnple and place Hactee Wi Concentrate the extract
it in a thimble organic solvent
H GC-MS 457 AR AR ER FREIEREFEMA
— Make up with K — Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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7. % Fluorine (F), & Chlorine (Cl), ¥& Bromine (Br), B lodine (I)

PR TR . fE B R B
Weigh and place sampleina  — —" Combust the sample in
B b P ] Fill the bomb with oxygen | d
sample cup of bomb oxygen bomb
i IC 43 #f F R AK E 7 PR iEmEFEmA
— Make up with K—  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

8. 4 % ¥ kt W B (PFOS)PerfluorooctaneSulfonates(PFOS), 4= % ¥ 8 (PFOA)Perfluorooctanoic

Acid(PFOA)
ol & EREYER R P RLEERET R
Sample preparation :> Extracted with organic solvent [ * Concentrate the
in an ultrasonic squipment exctract
FA LC-MS-MS/LC-MS JIE AEETES ERFRAREEERN
Analyzed by ( Make up with (::I Transfer the extract into a
LC-MS-MS/LC-MS organic solvent volumetric flask

9. JyRXUE A Tetrabromobisphenol A (TBBP-A)

FEFE N ERTEER R

PR TR =wy LR
Ty —r\‘x
Weigh sample and Extracted with organic :: | Concentrate the extract

1 it in the glass tub
place 1t in the glass = solvent in an ultrasonic

equipment
LC-MS-MS/LC-MS 534 AaNEHEDS PR ERE R EEERMA
i ] (,.4— N r_ﬂ— -
Analvzed by — Make up with —— Transfer the extract into a
LC-MS-MS/LC-NS D,rganic solvent srolumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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10. 4F# — F g Phthalates
WEERTEE S FIA LA 7RI AE R AR
Weigh le and pl — Extracted with —
F187 samnple and place Hactee Wi Concentrate the extract
it in a thimble organic solvent
H GC-MS 457 AR AR ER FREIEREFEMA
— Make up with K — Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask

11. B& 2% Polyvinyl Chloride (PVC)

bt eR R Y i

Select the homogenous material

By

Cut it into pieces

ll

FI FT-IR 704
Analyzed by FT-IR

<

o ot 70 Ak 7R

Sample preparation

12. 2355 )& Polycyclic Aromatic Hydrocar bons (PAHS)

REFERTEET

Weigh sample and place in a thimble

FH HLIE AL ER

Extracted with organic solvent

|

fl GC-MS 47 | L/ iE
Analyzed by GC-MS | Purification/Filtration
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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13.4L%% Red phosphor us

EARTUI7S
Red phosphorus test

[
v v

|CP-OES il i PY-GC-MS ik
ICP-OES test PY-GC-MStest

| |
v

>500mg/kg —» & NO

& YES

¢ A 4 ¢
FTIR S lE EM i
FTIR test Solvent extraction EM test
v
FTIR/EM i,
FTIR/EM test
v
PR E T
Analysis result
v
i &5

Report

A
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o B
Photo(s) of the sample(s)

R

ens. BTN B, D.wswb
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A2230220472101003

7B Statement:
1 kR & ot NS T < & Kk S 44 5 TG
Thisreport is considered invalid without approved signature, special seal and the seal on the perforation;
2. REBKAF LR SMBE B E E R IEE R, BEE RO RS 5T, CTI RS
The Company Name shown on Report and Address, the sample(s) and sample information was/were
provided by the applicantwho should be responsible for the authenticity which CTI hasn’t verified;
3. AR RN g FAO SZ R i 47 51 5
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. R%Z CTI HifilFlm=, AL EHIAHRE:
Without written approval of CTl, this report can’t be reproduced except in full;
5. WG P ECNE SN REESR, O
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

* Kk ?&%:éé:ﬁi * %k
*** End of Report ***
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